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Abstract

Along plate boundary subduction thrusts, the transformation of smectite to illite within fault gouge at temperatures
of V150‡C is one of the key mineralogical changes thought to control the updip limit of seismicity. If correct, this
hypothesis requires illite-rich gouges to exhibit frictionally unstable (velocity-weakening) behavior. Here, we report on
laboratory experiments designed to investigate the frictional behavior of natural and synthetic clay-rich gouges. We
sheared 5-mm-thick layers of commercially obtained pure Ca-smectite, a suite of smectite^quartz mixtures, and
natural illite shale (grain size ranging from 2 to 500 Wm) in the double-direct shear geometry to shear strains of V7^
30 at room humidity and temperature. XRD analyses show that the illite shale contains dominantly clay minerals and
quartz; within the clay-sized fraction (6 2 Wm), the dominant mineral is illite. Thus, we consider this shale as an
appropriate analog for fine-grained sediments incoming to subduction zones, within which smectite has been
transformed to illite. We observe a coefficient of friction (W) of 0.42^0.68 for the illite shale, consistent with previous
work. Over a range of normal stresses from 5 to 150 MPa and sliding velocities from 0.1 to 200 Wm/s, this material
exhibits only velocity-strengthening behavior, opposite to the widely expected, potentially unstable velocity-weakening
behavior of illite. Smectite sheared under identical conditions exhibits low friction (W=0.15^0.32) and a transition
from velocity weakening at low normal stress to velocity strengthening at higher normal stress (s 40 MPa). Our data,
specifically the velocity-strengthening behavior of illite shale under a wide range of conditions, do not support the
hypothesis that the smectite^illite transition is responsible for the seismic^aseismic transition in subduction zones. We
suggest that other depth- and temperature-dependent processes, such as cementation, consolidation, and slip
localization with increased shearing, may play an important role in changing the frictional properties of subduction
zone faults, and that these processes, in addition to clay mineralogy, should be the focus of future investigation.
= 2003 Elsevier B.V. All rights reserved.
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1. Introduction

The world’s largest and most destructive earth-
quakes occur along subduction zone thrusts. Sub-
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duction plate boundaries are seismic over a lim-
ited depth range; slip is dominantly aseismic at
depths shallower than a few kilometers and deep-
er than V40^50 km (e.g., [1^3]). Thus, subduc-
tion plate boundaries are divided into three main
zones: an aseismic ‘updip’ zone, the seismogenic
zone, and a deep ‘downdip’ aseismic zone (e.g.,
[1]) (Fig. 1). De¢ning the locations and control-
ling mechanisms of both the updip and downdip
limits of the seismogenic zone remain crucial steps
toward de¢ning the width of the seismogenic zone
and the maximum magnitude of potential earth-
quakes. The updip limit of the seismogenic zone is
of particular importance in tsunami generation,
whereas the downdip limit determines the land-
ward extent of earthquake generation along the
interface.

Hypothesized mechanisms explaining the down-
dip limit of interplate seismicity include (1) the
onset of crystal plasticity and associated creep be-
havior at V350^450‡C, with the exact tempera-
ture depending upon mineralogy (e.g., [1,4^6]),
and (2) the intersection of the subducting slab
with the forearc mantle wedge in colder subduc-
tion zones (e.g., [6]). There has been compara-
tively little work focused on processes that control
the updip limit of seismogenic faulting (e.g., [7,8]).

In the context of evaluating hypothesized con-
trols on the seismogenic zone, one approach is to
employ laboratory-based friction laws coupled
with stability analysis to account for continuum
interactions. Frictional velocity dependence is
considered the most likely explanation for di¡er-
ences between stable sliding (aseismic) and unsta-
ble stick-slip (seismogenic) behavior (e.g., [9,10]).
Materials that exhibit velocity strengthening (fric-
tional resistance increases with sliding velocity)
produce only inherently stable frictional slip,
whereas those that exhibit velocity-weakening
frictional behavior may exhibit either unstable
stick-slip or conditionally stable behavior. In-
creasing e¡ective stress leads to a greater tendency
for unstable sliding in velocity-weakening materi-
als, as noted by Scholz [10], who de¢ned a stabil-
ity parameter: h= (a3b)WcPn, where (a3b) is the
velocity dependence of sliding friction (negative
values re£ect velocity weakening) and cnP is e¡ec-
tive stress. As the stability parameter j becomes

more negative, the tendency for unstable slip in-
creases.

One leading hypothesis for explaining the onset
of seismogenic behavior in subduction zones is
that the transformation of smectite to illite within
fault gouge drives a transition from stable to un-
stable slip. The popularity of this hypothesis is
due to (1) studies indicating that the thermally
driven dehydration of smectite to illite is com-
pleted by temperatures of 120^150‡C (e.g., [11]),
(2) laboratory studies that demonstrate a di¡er-
ence in frictional strength between smectite- and
illite-rich gouges, and (3) correlation between the
location of the 150‡C isotherm along subduction
faults predicted by thermal models, and the ob-
served seismic front along the Nankai, Cascadia,
South Alaska, and Chile subduction zones [1,12].

Despite the fact that clay minerals are abun-
dant in fault gouges (e.g., [13]), few detailed ex-
periments have measured frictional properties of
realistic analogs for natural fault gouges, which
are typically composed of clays and quartz, with
smaller amounts of other minerals including pla-
gioclase, chlorite, and calcite (e.g., [13]). Existing
work has generally focused on measurements of
bulk frictional strength (e.g., [14^16]), and on the

Fig. 1. (a) Schematic cross section of the SW Nankai sub-
duction zone, showing extent of the 1946 coseismic rupture
and inferred low-grade metamorphic front (after Moore and
Sa¡er [7]). (b) Estimated progress of the smectite^illite trans-
formation along the SW Nankai subduction megathrust,
modeled using the kinetic expression of Pytte and Reynolds
[11]. The two curves correspond to heat £ow values of 150
mW/m2 (cold) and 180 mW/m2 (hot). (c) Distribution of seis-
micity at Park¢eld from 1969 to 1986 as a function of depth
(after Marone and Scholz [8]). The thin dashed line indicates
zero depth for the two areas, registered to the sea£oor above
the updip extent of 1946 rupture at Nankai, and to the land
surface at Park¢eld. The heavy dashed line denotes the ap-
proximate depth of the updip limit for the 1946 rupture at
Nankai; note that it corresponds with both the depth of sig-
ni¢cant smectite transformation (panel b) and the upper limit
of seismicity at Park¢eld (panel c).
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observation of either stick-slip or stable sliding
behavior in clay-rich gouges (e.g., [17]); detailed
characterization of constitutive parameters over a
wide range of experimental conditions (e.g., nor-
mal stress, sliding velocity, shear strain, temper-
ature) has been lacking.

Existing studies have shown conclusively that
smectite (hydrous) clays are frictionally weak (co-
e⁄cient of friction W=V0.1^0.3) and generally
velocity strengthening (e.g., [15,18^20]). Experi-
mental data also show that illite (non-swelling)
clays are frictionally stronger than smectite
(W=V0.35^0.49) (e.g., [14^16,21]). Although the
transformation from smectite to illite is accompa-
nied by an increase in frictional strength, few ob-
servations exist to test the hypothesis that the clay
transformation results in a shift to frictionally un-
stable (velocity-weakening) behavior. A limited
body of work has shown that illite-rich gouge ex-
hibits stick-slip behavior at shear strains 6 5 and
temperatures of 400^600‡C, and that this behav-
ior may be related to fabric development [17].

Here, we report on a series of direct shear ex-
periments conducted on commercially obtained
smectite powder, smectite^quartz mixtures, and
natural illite shale, which serve as reasonable ana-
logs for natural fault gouges of mixed composi-
tion (e.g., [13]). These experiments are designed to
test the hypothesis that illite-rich gouge is velocity
weakening ^ and therefore that the transforma-
tion from smectite to illite controls the updip limit
of subduction zone seismicity.

2. Methods

We sheared layers of Ca-smectite powder,
smectite^quartz mixtures ranging from 0% to
100% smectite, and granulated illite-rich shale
(Rochester Shale) with grain sizes ranging from
2 to 500 Wm in the double-direct shear geometry
(Fig. 2), to shear strains of 7^30 at room humidity
and temperature. We obtained smectite as a pow-
der (GSA resources, SM1502A) and the illite
shale as rock fragments (Ward’s Geological Sup-
ply), which we then crushed, powdered in a rotary
mill, and sieved to 6 500 Wm grain size. We con-
ducted detailed X-ray di¡raction (XRD) analyses

on bulk powders and on oriented glycolated sub-
samples of the clay-sized (6 2 Wm) fraction.

XRD analyses con¢rm that the Ca-smectite
powder is dominantly smectite, with small
amounts of zeolite (clinoptilolite/heulandite), feld-
spar, and unaltered volcanic glass. The smectite
contained V11% water by weight prior to shear-
ing, consistent with either fully hydrated single
water interlayers (Bird’s [22] hydration phase
Ih), or partially hydrated smectite with two water
interlayers (Bird’s [22] hydration phase II-6).
XRD analyses indicate that the illite shale is pri-
marily composed of clay minerals (68%), quartz
(23%), and plagioclase (4%) (Fig. 3a). Of the clay-
sized fraction, 87% is illite and 13% is kaolinite/
dickite (Fig. 3b), and the illite crystallinity is con-
sistent with advanced diagenesis.

The compositions of illite shale and smectite^
quartz mixtures used in our experiments are com-
parable to those of clay-rich fault gouges (e.g.,
[13,23^27]), materials used in previous experimen-
tal work (e.g., [17]), and the marine sediments that
serve as source material for fault gouge in sub-
duction zones (e.g., [23^26]). For example, sedi-

Fig. 2. Schematic of biaxial shear device indicating sample
geometry and load frame con¢guration. Each load frame is
independently controlled by a high-speed servo-hydraulic sys-
tem. For these experiments, normal stress was applied as a
constant force boundary condition and shear stress was ap-
plied as a constant shear displacement rate.
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ments incoming to the SW Nankai subduction
zone recovered by drilling on Ocean Drilling Pro-
gram (ODP) Leg 190, sampled at the de¤collement,
contain V37^58% clay minerals, 30^42% quartz,
7^13% plagioclase, and 0^11% calcite. Of the clay
minerals, 74^83% is illite^smectite; the remainder
is dominantly chlorite [23].

Using unsaturated samples allowed us to char-
acterize the mechanical properties of the gouges,
while minimizing the e¡ect of transient pore pres-
sure changes in low-permeability clays. However,
it is important to note that adsorbed water has
been shown to decrease the frictional strength of
some clays, including smectite (e.g., [16]). Previous
work has shown that saturation has little in£u-
ence on the strength of illite-rich gouge [14,15],
consistent with the fact that illite is not a hydrous
clay mineral. These observations suggest that
saturation state may not a¡ect illite frictional
properties signi¢cantly, although additional ex-
periments are clearly needed. Ultimately, the
frictional characteristics of the gouge material
and direct measurements of dilation in laboratory
experiments (as discussed in Section 4.3) should

be integrated with rupture models that treat tran-
sient pore water pressurization and volume
change explicitly (e.g., [28]).

We constructed gouge layers by smoothing the
powder onto grooved steel forcing blocks in a
leveling jig. The initial thickness, (precisely 5 mm
prior to the application of normal load for smec-
tite, 7 mm for illite shale), was identical in each
experiment for each gouge material. Initial com-
paction of the gouge upon application of normal
stress decreased layer thickness to V2^3 mm in
all cases (Table 1). Layers were not subject to
tamping or vibrations before being placed into
the apparatus. A precise measurement of layer
thickness, U 0.1 mm, was made in the apparatus
under applied normal load at the start of each
experiment, and changes in thickness were mea-
sured continuously to U 0.1Wm throughout shear-
ing. We report our results using average shear
strain, calculated as the integral of displacement
divided by instantaneous layer thickness.

We investigated the frictional strength and ve-
locity dependence of sliding friction over a range
of normal stresses from 5 to 150 MPa and sliding
velocities from 0.1 to 200 Wm/s. In each experi-
ment, we recorded shear and normal stresses and
displacements. The resolution of stress and dis-
placement measurements is 6 0.01 MPa and 0.1
Wm, respectively. We calculate and report values
of sliding friction coe⁄cient as W= d/cn (as shown
in Figs. 4 and 5) where d is shear stress at steady
state and cn is normal stress.

We conducted multiple velocity steps in each
experiment, over a wide range of shear strain
(V3^25) after steady-state sliding was achieved
(typically shear strains of 2^3) (Fig. 4). Step
changes in sliding velocity result in a sharp change
in friction coe⁄cient, termed the direct e¡ect
(Figs. 4 and 6). The direct e¡ect, a, is always of
the same sign as the velocity change. With con-
tinued displacement, the coe⁄cient of friction de-
cays to a steady-state value for the new sliding
velocity. The magnitude of this decay, b, is termed
the evolution e¡ect. We report the velocity depen-
dence of sliding friction as (a3b) =vW/vlnV,
where V is sliding velocity. Negative values of
(a3b) re£ect velocity-weakening behavior. Posi-
tive values of (a3b) re£ect velocity strengthening,

Fig. 3. X-ray di¡ractograms for (a) illite shale bulk powder
and (b) illite shale clay-sized fraction (6 2 Wm), with peaks
annotated to denote mineralogy. For the clay separate, the
black line shows data for the air-dried sample, and the gray
line shows glycolated data for the same sample. Glycolated
and air-dried traces are plotted on di¡erent axes for compar-
ison of peaks. Peaks that shift after glycolation re£ect the
presence of swelling clay minerals (smectite in this case).
Note that the sample contains little swelling clay, and that
the dominant clay mineral is illite.
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which results in stable sliding (e.g., [9]). We de¢ne
the upstep velocity as the higher of the two sliding
velocities in each velocity-step experiment.

3. Results

3.1. Frictional strength

For smectite and smectite^quartz mixtures, our
strength data indicate a distinct peak and subse-
quent decay in shear strength during the ¢rst 5
mm of shear (shear strains from 0 to V3) (Fig.
4) [20]. In general, steady-state sliding friction was
reached after shear strains of V2^3. The initial
stress^strain behavior varied strongly with normal
stress and quartz content. For a given composi-

tion, the magnitude of the initial peak stress in-
creased with increased normal stress, whereas the
strain necessary to reach steady sliding friction
decreased [20]. The magnitude of the peak stress
decreased with increased quartz content, and the
strain needed to reach steady sliding friction in-
creased (Fig. 4).

Illite shale also exhibits a distinct peak in
strength at shear strains of V1^3, followed by a
decrease to steady-state sliding friction. This peak
is comparable to that observed in smectite^quartz
mixtures with v 50% quartz, and the decay to
steady-state friction occurred at similar shear
strains (Fig. 4a,b). Illite shale has nearly the
same shear strength and failure envelope as smec-
tite^quartz mixtures with v 70% quartz (Figs. 4
and 5).

Table 1
List of names, gouge material used, normal stresses, sliding velocities, and initial thicknesses (under normal load in the biaxial
rig) for each experiment

Experiment Gouge cn Sliding velocities Thickness
(MPa) (Wm/s) (Wm)

m333S3mr025 10% Smectite^90% Quartz 25 1, 10, 100 2100
m336S3mr025 50% Smectite^50% Quartz 25 1, 2, 10, 20, 100, 200 2275
m337S3mr025 90% Smectite^10% Quartz 25 1, 2, 10, 20, 100, 200 2100
m338S3mr025 70% Smectite^30% Quartz 25 1, 2, 10, 20, 100, 200 2100
m339S3mr025 30% Smectite^70% Quartz 25 1, 2, 10, 20, 100, 200 2100
m398S3mr020 Smectite 20 1, 10, 100 2250
m413S3mr005 Smectite 5 1, 10, 100 2800
m414S3mr010 Smectite 10 1, 10, 100 2480
m415S3mr015 Smectite 15 1, 10, 100 2350
m417S3mr025 Smectite 25 1, 10, 100 2150
m418S3mr030 Smectite 30 1, 10, 100 2050
m419S3mr035 Smectite 35 1, 10, 100 1960
m420S3mr040 Smectite 40 1, 10, 100 1875
m421S3mr045 Smectite 45 1, 10, 100 1850
m422S3mr050 Smectite 50 1, 10, 100 1825
m447S3mr015 Smectite 15 1, 10, 100 2250
m448S3mr015 Smectite 15 1, 10, 100 2330
m503S7ir040 Illite shale 40 2, 20, 200 2975
m504S7ir005 Illite shale 5 2, 20, 200 3275
m505S7ir020 Illite shale 20 2, 20, 200 2750
m506S7ir010 Illite shale 10, 20, 30 2, 20, 200 2738
m507S7ir050 Illite shale 25, 50 2, 20, 200 2575
m513S7ir010 Illite shale 10 1, 10, 100 2700
m514S7ir050 Illite shale 50, 75, 100, 150 2, 20, 200 2725
p034s7ir080 Illite shale 80, 120 2, 20, 200 1500
p035s7mr080 Smectite 75, 110 2, 20, 200 2000
p036s7mr050 Smectite 50, 100, 150 2, 20, 200 2200
p039s5mr060 50% Smectite^50% Quartz 60, 80, 120, 145 2, 20, 200 1750
p040s7mr060 Smectite 60, 80, 130, 145 2, 20, 200 1900
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For 100% smectite, the coe⁄cient of sliding
friction (W) ranged from 0.07 to 0.30, and de-
creased with increasing normal stress (Fig. 5).
For smectite^quartz mixtures, W ranged from
V0.2 to 0.53, increasing with quartz content
and decreasing with normal stress. For illite shale,
the coe⁄cient of sliding friction ranged from 0.41
to 0.63 (Fig. 5a,b). The experimentally determined
failure envelope for smectite changes slope at an
e¡ective normal stress of 30^40 MPa (Fig. 5a),
indicating a transition away from dominantly
brittle, pressure-sensitive deformation mechanisms
with increasing normal stress [20]. Smectite^
quartz mixtures containing 9 50% quartz also ex-
hibit a transition at normal stresses of 30^40
MPa, although the change in the slope of the fail-
ure envelope becomes less pronounced with in-

creased quartz content. The failure envelope for
illite shale and smectite^quartz mixtures contain-
ing s 70% quartz exhibit brittle, pressure-sensi-
tive failure over the entire range of normal stress-
es studied (Fig. 5).

3.2. Velocity dependence of sliding friction

As shown previously by Sa¡er et al. [20], Ca-
smectite exhibits velocity-weakening behavior
under a limited set of conditions of low normal
stress and upstep sliding velocities 6 10 Wm/s.
Here, we augment and extend this data set to
better resolve the transition from velocity weak-
ening to velocity strengthening. We ¢nd that

Fig. 4. Frictional strength vs. shear strain showing data for
(a) illite shale, smectite, and a 50% mixture of quartz powder
and smectite by weight, at 20 MPa normal stress, and (b)
smectite^quartz mixtures ranging from 10% to 90% quartz,
at 25 MPa normal stress. Experiment numbers used to gener-
ate the plots are listed (see Table 1).

Fig. 5. (a) Experimentally determined failure envelopes (shear
stress values during steady shear at 10 Wm/s) for illite shale
and smectite, at normal stresses up to 150 MPa. Data for
100% quartz (data from [32] and [43]) and 50% quartz^smec-
tite mixtures are shown for comparison. (b) Coe⁄cient of
friction for the same materials, as a function of normal
stress. Note the decrease in friction coe⁄cient with increased
normal stress for all materials. Experimental reproducibility
of data plotted in (a) and (b) is shown by results of experi-
ments under identical conditions, which overlay in most
cases.
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smectite exhibits a clear transition to velocity
weakening at sliding velocities 6 20 Wm/s and
normal stresses below 40 MPa (Figs. 7a and
8a,b). In our experiments, smectite exhibited ve-
locity-strengthening behavior [(a3b)s 0] at slid-
ing velocitiess 20 Wm/s for the entire range of
normal stresses studied (5^150 MPa), and for up-
step velocities 6 20 Wm/s at normal stresses above
40 MPa (Fig. 8). We observe a minimum value of
(a3b) = -0.003 at a normal stress of 5 MPa and a
sliding velocity of 10 Wm/s. Maximum values of
(a3b) of 0.003^0.0053 observed at normal stress-
es s 50 MPa and sliding velocities of 200 Wm/s
are consistent with the value of 0.005 reported by
Morrow et al. [15] for similar normal stresses and
sliding velocities under saturated conditions. We
¢nd that for a given normal stress and sliding
velocity, the friction parameter (a3b) does not
vary over a range of shear strain from V3 to
14 (Fig. 8c).

With increased quartz content, smectite^quartz
mixtures exhibit a transition from complex veloc-
ity-dependent frictional behavior for pure smec-
tite, to velocity-weakening frictional behavior typ-
ically observed for highly localized shear in quartz
gouge (Fig. 7b). At a normal stress of 25 MPa,
and for upstep sliding velocities of 100^200 Wm/s,
(a3b) decreases systematically with quartz con-
tent, from values of 6U1034 for 10% quartz to

Fig. 6. Detailed view of a velocity step in illite shale. The ini-
tial change in friction coe⁄cient scales as the friction param-
eter aUln(V/V0) and is always of the same sign as the veloc-
ity change. The decay to a new steady-state value of sliding
friction scales as the friction parameter bUln(V/V0) and is of
the opposite sign. Frictional velocity dependence is de¢ned
as (a3b) =vW/vlnV, where V is sliding velocity.

Fig. 7. Examples of velocity steps for (a) 100% Ca-smectite
gouge (b) smectite^quartz mixtures, and (c) illite shale gouge.
The smectite and illite shale data are shown at normal stress-
es of 10, 50, and 100 MPa, at shear strains of V7^10. The
smectite^quartz mixtures are shown at 25 MPa normal stress,
for a range of quartz contents. Note that smectite exhibits
velocity weakening at low normal stresses and velocity
strengthening at high normal stresses, whereas illite shale ex-
hibits only velocity strengthening. Friction curves are plotted
at the same scale, but are o¡set on the y-axis for clarity (see
Fig. 5 for absolute values of friction coe⁄cient for each nor-
mal stress).
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32U1034 for 90% quartz (Figs. 7b and 9). For
upstep sliding velocities of 10^20 Wm/s, gouges
containing 6 50% quartz generally exhibit veloc-
ity-weakening behavior, with values of (a3b)
ranging from 37U1034 to 2U1034 (Figs. 7b
and 9). Values of (a3b) become positive, increas-
ing to 4U1034 to 9U1034, for gouge containing
70% quartz, and then become negative again at
quartz contents of 90%. For lower quartz con-
tents (6 70%), gouges exhibit the complex veloc-
ity-dependent behavior of (a3b) observed in pure
smectite, whereas at high quartz contents
(s 70%), (a3b) exhibits little dependence on slid-
ing velocity. For all mixtures, the absolute value
of (a3b) is less than 0.002.

In contrast, illite shale exhibits only velocity-
strengthening behavior over the entire range of
normal stresses (5^150 MPa) and sliding velocities
(0.1^200 Wm/s) (Figs. 7c and 10). Values of (a3b)
range from V0.0015 to 0.004, and unlike smec-
tite, do not vary appreciably with normal stress
(Fig. 10a) or velocity (Fig. 10b). For illite gouge,
values of (a3b) are also generally independent of
shear strain at normal stresses of 10^50 MPa (Fig.
10c).

3.3. Constitutive modeling

We modeled data from velocity-step tests using
the rate and state variable friction constitutive
law:

W ¼ W 0 þ a ln
V
V 0

� �
þ b ln

V 0a

Dc

� �
ð1Þ

da
dt

¼ 13
Va

Dc

� �
; Dieterich Law ð2Þ

where W0 is a reference friction value, a is a state
variable, and the other terms have been de¢ned
above. We focus here only on the Dieterich Law
(see [9] for a discussion of other rate and state
friction laws), for which the friction state variable
has been connected to the average lifetime of con-
tact junctions for extended solid surfaces [29] and
to the porosity or packing state of sheared gran-
ular gouge layers [30]. To model laboratory data
and account for ¢nite sti¡ness of the testing ap-
paratus, Eqs. 1 and 2 are coupled with a descrip-

Fig. 8. Frictional velocity dependence for Ca-smectite gouge,
as a function of (a) normal stress, (b) load point velocity,
and (c) shear strain. The dependence of (a3b) on normal
stress is shown for shear strains of 7.0^15.0, and for upstep
velocities of 10^20 Wm/s (black circles) and 100^200 Wm/s
(open circles). The dependence of (a3b) on sliding velocity is
also shown for shear strains of 7.0^15.0, and for a normal
stress of 10 MPa (panel b). The dependence on shear strain
is shown for normal stresses of 10^20 MPa (black circles)
and 45^50 MPa (open circles), and for upstep sliding veloc-
ities of 10^20 Wm/s. Smectite exhibits a transition from veloc-
ity-weakening behavior at low normal stresses (cn 6 35 MPa)
and upstep sliding velocities 6 20 Wm/s, as shown in panels
a and b, but (a3b) does not vary with shear strain over the
range studied (panel c). Experimental reproducibility is
shown by results of multiple experiments under identical con-
ditions.
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tion of elastic interaction between the gouge
layers and experimental apparatus:

dW
dt

¼ kðV lp3VÞ ð3Þ

where k is the apparatus sti¡ness normalized by
normal stress (for our 10 cmU10 cm surfaces, k is
1U1033/Wm for a normal stress of 25 MPa) and
Vlp is load point velocity.

We used ¢fth-order Runge-Kutta numerical in-
tergration with adaptive step-size control to solve
Eqs. 2 and 3 simultaneously, using Eq. 1 as a
constraint. To determine best-¢t values for the
constitutive parameters a, b, and Dc we use an
iterative, least-squares method to solve the non-
linear inverse problem. We solve the linearized
inverse problem by singular-value decomposition
of the matrix of partial derivatives, using a meth-
od similar to that of Reinen and Weeks [31], ex-

cept that we use variable damping to reduce con-
vergence time. The unweighted chi square error
for a typical model ¢t (Fig. 11a) is 9 0.0003
and the variance, given by the chi square error
normalized by the data set degrees of freedom
(there are four model parameters to be ¢t and a

Fig. 9. (a) Frictional velocity dependence and (b) friction pa-
rameters a and b for smectite^quartz mixtures at 25 MPa
normal stress, as a function of quartz content. Data are
shown for upstep sliding velocities of 10^20 Wm/s and 100^
200 Wm/s.

Fig. 10. Frictional velocity dependence for illite shale gouge,
as a function of (a) normal stress, (b) load point velocity,
and (c) shear strain, plotted for the same range of conditions
as results for Ca-smectite (Fig. 8). Unlike smectite, illite shale
exhibits only velocity-strengthening behavior, and values of
(a3b) do not vary signi¢cantly with normal stress, sliding ve-
locity, or shear strain.
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typical velocity step consists of 500 to 1000 data
points), is typically 9 5U1037. Formal error esti-
mates are calculated from the covariance matrix
and are reported here as one standard deviation
(Table 2). These formal errors are smaller than
uncertainties associated with experimental repro-
ducibility, which we evaluated by conducting and
modeling multiple velocity steps in each experi-
ment and by repeating experiments under identi-

cal conditions. Experimental uncertainties are typ-
ically 2^3 times the formal standard deviations
(Table 2). Velocity increases and decreases show
similar behavior (Fig. 7) but we report detailed
modeling on only velocity increases.

The Dieterich rate and state friction law pro-
vides good ¢ts to our experimental data. In each
case, the visual comparisons of data and model
are very close, allowing for some mis¢t associated
with data noise (Fig. 11a). The rate/state friction
behavior of smectite gouge is complex, re£ecting
its variation with normal stress and slip velocity
(Figs. 7 and 8). For upstep velocities below 20
Wm/s, both of the friction parameters a and b
undergo a transition at a normal stress of 40
MPa (Fig. 11b). With increasing normal stress,
the parameter a increases and b decreases at
about 40 MPa. For higher upstep velocities, smec-
tite gouge exhibits higher values of a and b com-
pared to the values for velocities 6 20 Wm/s and
normal stress below 40 MPa (Fig. 11b). The fric-
tion parameter b is very low for normal stresses
above 40 MPa, and both friction parameters are
independent of slip rate for normal stresses above
40 MPa. For normal stresses below 40 MPa, the
critical slip distance is higher for higher velocity
(Table 2) and for velocities 9 20 Wm/s Dc in-
creases with normal stress. Note however that
when the parameter b is near zero Dc is un-
constrained, which is consistent with the large
error estimates at the highest normal stresses (Ta-
ble 2).

For smectite^quartz mixtures, values of both a
and b increase systematically with increased
quartz content (Fig. 9b; Table 2). For low quartz
content (6 70%), the values of both a and b are
slightly larger at higher upstep sliding velocities.
Despite the large change observed in both a and b
over the range of gouge compositions (Fig. 9b),
the velocity dependence (a3b) varies over a small
range (between 32U1034 and 2U1034). For the
mixtures with low quartz content, (a3b) is nega-
tive at lower velocity and the gouge exhibits a
transition to velocity-strengthening behavior at
upstep velocities above 100 Wm/s, consistent with
the behavior we observe for pure smectite. Dc in-
creases systematically with decreasing quartz con-
tent (Table 2).

Fig. 11. (a) Modeling results for constitutive parameters (a,
b, and Dc) (solid curves) and friction data (black circles) for
velocity steps in illite shale (top) and smectite (middle and
bottom) gouges. (b,c) Modeled friction parameters a (black
symbols) and b (open symbols) for smectite (panel b) and il-
lite shale (panel c) as a function of normal stress. For smec-
tite (panel b), data are divided into values for upstep veloc-
ities 9 20 Wm/s (circles) and 100 Wm/s (triangles).
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For illite shale gouge, we ¢nd that the friction
parameter a exceeds the evolution parameter b
throughout the range of velocities and normal
stresses studied (Fig. 11c), consistent with the re-
sults showing steady-state velocity strengthening
(Fig. 8). Both friction parameters for illite show
a minimum at normal stresses of 10^20 MPa and
maximum values at 5 MPa. The critical slip dis-
tance, Dc, is 10^30 Wm for illite shale, independent
of normal stress.

3.4. Dilatancy

Gouge layer volume changes associated with
changes in sliding velocity are important for
understanding strength and fabric development
(e.g., [32]), as well as for rupture models that
couple constitutive friction laws and pore £uid
pressure (e.g., [28]). We report a measure of gouge
layer dilatancy, K=vh/vlogV, where h is gouge
layer thickness and V is sliding velocity (e.g.,

Table 2
Constitutive parameters for least-squares ¢t of the Dieterich Law

cn a a S.D. b b S.D. a3b Dc; Dc S.D. Vf Gouge
(MPa) (Wm) (Wm/s)

5 0.0003 0.00038 0.0017 0.00037 30.0014 12.6 4.68 10 Smectite
5 0.0053 0.00008 0.0043 0.00008 0.0010 124.5 5.63 100 Smectite
10 0.0006 0.00020 0.0019 0.00019 30.0013 15.6 2.38 10 Smectite
10 0.0051 0.00007 0.0043 0.00008 0.0008 137.9 5.70 100 Smectite
15 0.0000 0.00014 0.0014 0.00013 30.0013 20.6 3.19 10 Smectite
15 0.0040 0.00007 0.0029 0.00006 0.0011 68.7 2.53 100 Smectite
25 0.0007 0.00008 0.0013 0.00007 30.0006 36.4 3.60 10 Smectite
25 0.0037 0.00006 0.0018 0.00005 0.0019 56.7 2.60 100 Smectite
30 0.0008 0.00005 0.0014 0.00005 30.0007 41.4 2.16 10 Smectite
30 0.0036 0.00005 0.0014 0.00005 0.0022 48.1 2.56 100 Smectite
35 0.0010 0.00008 0.0011 0.00007 30.0001 29.4 2.84 10 Smectite
35 0.0032 0.00004 0.0014 0.00003 0.0018 62.0 2.29 100 Smectite
50 0.0027 0.00003 0.0002 0.00004 0.0025 69.6 37.74 20 Smectite
60 0.0020 0.00002 0.0004 0.00002 0.0016 61.1 5.79 20 Smectite
75 0.0021 0.00001 0.0003 0.00001 0.0017 83.3 5.84 20 Smectite
80 0.0019 0.00002 0.0003 0.00004 0.0016 113.4 33.55 20 Smectite
98 0.0022 0.00002 0.0002 0.00009 0.0020 131.3 140.61 20 Smectite
130 0.0019 0.00001 0.0004 0.00011 0.0015 1541.9 531.95 20 Smectite
25 0.0011 0.00005 0.0012 0.00004 0 41.5 2.33 10 10% Quartz
25 0.0024 0.0001 0.0018 0.00009 0.0006 50.2 4.93 100 10% Quartz
25 0.0015 0.00003 0.0022 0.00003 30.0007 20.1 0.38 10 30% Quartz
25 0.0028 0.00007 0.0018 0.00007 0.001 25.9 1.34 100 30% Quartz
25 0.0034 0.00005 0.0034 0.00005 0 25.8 0.51 10 50% Quartz
25 0.0045 0.00009 0.0037 0.00009 0.0008 28.7 1.01 100 50% Quartz
25 0.0070 0.00013 0.0061 0.00012 0.0009 20.9 0.56 10 70% Quartz
25 0.0067 0.00021 0.0069 0.00021 30.0001 19.1 0.84 100 70% Quartz
25 0.0075 0.00013 0.0068 0.00013 0.0007 11.9 0.29 10 90% Quartz
25 0.0072 0.00034 0.0072 0.00033 0 12.2 0.72 100 90% Quartz
5 0.0066 0.00015 0.0039 0.00014 0.0027 36.4 2.01 20 Illite shale
10 0.0042 0.00015 0.0010 0.00014 0.0033 10.0 2.09 20 Illite shale
20 0.0039 0.00008 0.0015 0.00008 0.0024 23.9 1.73 20 Illite shale
25 0.0041 0.00008 0.0014 0.00008 0.0028 14.3 1.11 20 Illite shale
40 0.0046 0.00009 0.0021 0.00009 0.0025 21.8 1.19 20 Illite shale
50 0.0057 0.00012 0.0026 0.00012 0.0031 8.7 0.49 20 Illite shale
75 0.0058 0.00008 0.0027 0.00007 0.0031 17.3 0.65 20 Illite shale
100 0.0061 0.00005 0.0033 0.00005 0.0028 20.4 0.43 20 Illite shale
150 0.0062 0.00007 0.0036 0.00006 0.0026 25.2 0.57 20 Illite shale

All velocity steps were a factor of 10. Vf is the ¢nal (upstep) velocity. See Fig. 11.
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[33]). To calculate K, we de-trend measured layer
thickness to account for monotonic thinning due
to simple shear (e.g., [34]).

For both smectite and illite shale, K is positive
(indicating dilation with increased sliding velocity)
under all experimental conditions we explored,
except in the case of smectite at normal stresses
6 40 MPa and upstep sliding velocities 6 20 Wm/
s. For smectite, K ranges from 30.2 to 2.5 Wm;
values for illite shale range from 0.65 to 3.2 Wm.
For both smectite and illite shale, values of K are
scattered but exhibit no systematic variation over
the range of normal stresses investigated.

4. Discussion

4.1. Frictional strength

We suggest that the observed peak and subse-
quent decrease in frictional strength with strain,
for shear strains of 1^5, re£ects shear-enhanced
compaction and alignment of platy clay minerals
during early stages of shearing (Fig. 4). This
stress^strain response is commonly observed in
clays and clay-rich soils, and is generally inter-
preted to result from alignment of clay particles
(e.g., [18,21,35]). The development of preferred
grain orientations in smectite along the edges of
shears observed by Sa¡er et al. [20] is consistent
with this interpretation. The observation of a less
pronounced peak stress in illite shale than in pure
smectite is also consistent with observations from
smectite^quartz mixtures, which exhibit a less
pronounced peak stress with decreasing clay con-
tent [36]. This further supports the hypothesis that
clay grain alignment is a key factor controlling
the strength and frictional behavior of clay-rich
gouges.

The transition to pressure-insensitive deforma-
tion in pure smectite, observed at 30^40 MPa nor-
mal stress, occurs at a signi¢cantly lower normal
stress than for other materials (quartz, carbonate,
or granite, for example). Sa¡er et al. [20] (follow-
ing Bird’s [22] interpretation), suggested that this
transition is controlled by the existence of a weak
hydrated glide plane within the clay mineral struc-
ture at low normal stress, but did not rule out

the possibility that stress-induced dehydration oc-
curred during the experiment, expelling interlayer
water into the intergranular pore space and result-
ing in undetected high pore pressures. Alterna-
tively, the kink in the failure envelope of smec-
tite-rich gouge may re£ect a change from
increasing contact area between grains with in-
creased stress below 40 MPa, to complete contact
area between aligned platy clay grains at greater
normal stresses. The absence of a similar transi-
tion to pressure-independent deformation in high
quartz content mixtures and illite shale, which
does not contain hydrous clays but does contain
quartz and feldspar grains, is consistent with both
explanations.

Our experimentally determined sliding friction
coe⁄cients for smectite (W=0.07^0.30) are com-
parable to values of V0.13^0.40 reported by
Morrow et al. [14^16] for pure smectite under
both vacuum-dried (W=V0.3^0.4) and saturated
(W=0.13^0.3) conditions in triaxial experiments at
room temperature and normal stresses of 1^
400 MPa. Friction coe⁄cients for smectite^quartz
mixtures (W=V0.2^0.53) and the observed sys-
tematic increase with increased quartz content
are also consistent with previous work [18,19].
Friction coe⁄cients for illite shale (W=0.41^
0.63) in our experiments are comparable to values
of V0.4 reported by Morrow et al. [14,15] for
similar materials under both wet and dry condi-
tions and a value of 0.49 reported by Moore et al.
[17] for a temperature of 200‡C and at normal
stresses up to 400 MPa, under both saturated
and dry conditions. Moore et al. [17] observed
slight strengthening of illite gouge at temperatures
of 400‡C and 600‡C, although this may be an
artifact of the sample geometry used, and is prob-
ably not relevant to gouge behavior at depths
near the onset of seismogenic behavior, which oc-
curs at projected temperatures of V150‡C.

Our experimental results for illite shale, which
contains V60% illite and 23% quartz, indicate
that it is signi¢cantly stronger than both pure
Ca-smectite and 50% quartz^smectite mixtures
(Figs. 4 and 5). Our experimentally determined
failure envelopes are consistent with previous
work on similar materials, including synthetic
quartz^clay mixtures (e.g., [19,36]). This result
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suggests that in mixed-mineralogy gouges with
appreciable clay content, the change from smec-
tite to illite may result in an increase in frictional
strength (e.g., [26]).

4.2. Velocity dependence of sliding friction

If smectite transformation to illite controls the
onset of unstable slip, velocity-weakening friction-
al behavior of illite gouge is a necessary condition.
However, illite shale exhibited only velocity-
strengthening behavior over the range of experi-
mental conditions we explored. The values of
(a3b) (0.0015^0.004) reported here are consistent
with a value of (a3b) = 0.005 reported by Morrow
et al. [15] for both dry and saturated illite shale
under normal stresses of 100 and 300 MPa.
Although we cannot rule out the possibility of
velocity-weakening behavior at higher tempera-
tures or larger shear strains, our results are incon-
sistent with the hypothesis that transformation of
stably sliding smectite to illite controls the updip
limit of the seismogenic zone.

For pure smectite, the friction parameter b de-
creases with increasing normal stress, reaching a
constant value near zero above normal stresses of
V40 MPa (Fig. 11b). As noted by Scholz [37], the
parameter b measures the evolution of contact
area with time. We suggest that at normal stresses
sV40 MPa, the clay gouge particles are in com-
plete contact, causing both the observed transition
to pressure-independent strength, and a decrease
of b to near zero. One implication of near zero
values of b is that the real area of frictional con-
tact does not change after a velocity step. As
such, Dc is unconstrained (cf., Table 2) because
it is a measure of the displacement associated with
changes in contact area. Importantly, in mixed-
mineralogy gouges containing quartz and/or pla-
gioclase, parameter b does not decrease to near
zero with increased normal stress, and we do
not observe a transition to pressure-independent
shear strength. This suggests that with increased
non-clay mineral content, the contact area and its
change with time are less a¡ected by increased
normal stress. Further work, including micro-
structural observations of sheared gouge layers,
is clearly needed.

For pure smectite, the friction parameter a de-
pends on both sliding velocity and normal stress.
At sliding velocities s 100 Wm/s the parameter a
decreases with normal stress (Fig. 9b), whereas for
sliding velocities 9 20 Wm/s a increases with nor-
mal stress. We attribute this behavior to increased
fabric disruption at higher sliding velocities and
also at lower normal stresses, both resulting in
larger values of the direct e¡ect. This interpreta-
tion is supported by the observation that in-
creased quartz content leads to larger values of
a (a larger direct e¡ect) (Fig. 9b).

4.3. Dilatancy and potential pore pressure
e¡ects

Although we did not explore the role of satu-
ration within gouge layers, direct measurements
of dilatancy or compaction provide some insight
into the potential physical e¡ects of £uids in sat-
urated gouge. We note that K is positive for illite
shale in all of our experiments (and for smectite
under most experimental conditions we explored)
^ indicating dilatancy with increased sliding veloc-
ity. This volume increase should result in dila-
tancy hardening and thus further velocity
strengthening in saturated gouges, by decreasing
pore pressure during slip (dilation), rather than
potentially causing weakening by transient pore
pressure increase (e.g., [28]).

5. Alternative hypotheses for the updip limit of
seismogenesis

Although our results are not comprehensive
over all potential experimental conditions (i.e.,
saturation, temperature), they suggest that other
thermally or depth-dependent processes may be
more important in controlling the onset of fric-
tional velocity weakening (and unstable slip) than
clay transformation (e.g., [7]) (a subset of these
processes is shown in Fig. 12). These processes
include but are not limited to (1) shear localiza-
tion and increased shear strain (Fig. 12b) (e.g.,
[9,32]), (2) porosity reduction and increased con-
solidation state of gouge (Fig. 12c) (e.g., [8,38]),
(3) increasing e¡ective stress due to increased total
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overburden and possibly variations in pore pres-
sure (e.g., [7,10]), and (4) pressure solution, silica
or carbonate cementation, £uid release from low-
T dehydration and hydrocarbon generation pro-
cesses, and other low-temperature diagenetic al-
teration leading to increased gouge consolidation
(Fig. 12d) (e.g., [7]).

Detailed experimental and theoretical studies
have demonstrated that increased shear strain is
linked to slip localization and velocity-weakening

behavior (Fig. 12b), whereas distributed deforma-
tion is linked to velocity-strengthening behavior
(e.g., [9,32,39^40]). The transition from pervasive
to localized slip in granular materials, sediments,
and sedimentary rocks depends upon both con¢n-
ing pressure and porosity (e.g., [41]). At lower
initial porosity (a result of compaction), the ten-
dency for localized deformation is increased. As
suggested by Marone and Scholz [8] and Davis et
al. [38], the onset of seismicity at depths of 3^5
km may re£ect a transition from unconsolidated,
gouge-rich fault zones characterized by distrib-
uted deformation to highly consolidated fault
zones (Fig. 12c). In this model, consolidated
gouge behaves as a solid rather than a particulate
(granular) material, and thus the upper frictional
stability transition represents a critical consolida-
tion state, dependent on temperature, fault load-
ing rate, and mineralogy. This hypothesis is sup-
ported by the observation that changes in
frictional behavior are associated with compac-
tion of simulated granular gouges [42,43]. In ad-
dition to its e¡ects on compaction state that may
cause a transition to localized deformation and
velocity-weakening behavior, increasing e¡ective
stress with depth also drives velocity-weakening
materials toward unstable slip by increasing the
magnitude of the stability parameter j as dis-
cussed above [10].

Diagenetic processes (such as cementation) and
pressure solution in£uence porosity, deformation
style, rigidity, and may a¡ect seismic coupling
(e.g., [44]). In this sense, these processes are
closely linked to the transformation from distrib-
uted deformation to localized shear with increas-
ing depth and temperature (Fig. 12d). It is impor-
tant to note that smectite transformation may be
accompanied by silica cementation as SiO2 is pro-
duced (e.g., [45,46]). This could serve to alter the
mineralogical composition of marine sediments
and fault gouge with the progressive smectite
transformation to illite. These e¡ects, as well as
mineralogical changes associated with other dia-
genetic processes ^ such as zeolite cementation or
opal-CT to quartz transformation ^ are not cap-
tured in our experiments. Understanding the as-
sociated changes in frictional behavior would re-
quire testing of natural gouges or shales that have

Fig. 12. Summary of depth-dependent changes in frictional
behavior and proposed mechanisms for the updip limit of
seismicity in subduction thrusts. (a) Frictional velocity depen-
dence for smectite (open circles) and illite shale (black
squares), for upstep velocities of 20 Wm/s, plotted with in-
creasing depth on the basis of our experimental results, as-
suming that e¡ective stress increases by 10 MPa/km. Grey
shaded region shows depth range for smectite transformation
(after [47,48]). Dashed line denotes velocity-neutral behavior.
Note that both materials exhibit only velocity-strengthening
behavior at normal stresses above those corresponding to
V4 km depth, and illite shale is velocity strengthening at all
depths. (b) Frictional velocity dependence of sheared quartz
gouge, plotted as a function of depth assuming a linear rela-
tion between depth and shear strain (data from [32]). With
increased shear strain and localization, quartz exhibits a shift
from velocity-strengthening to velocity-weakening behavior
(e.g., [9]). (c) Porosity loss and associated transition from dis-
tributed deformation to localized slip hypothesized to explain
the updip limit of seismicity in accretionary wedges (e.g.,
[38]). (d) A suite of diagenetic and dehydration processes, in-
cluding quartz phase transformation, cementation, £uid re-
lease from hydrous clays and hydrocarbon generation, and
pressure solution, all beginning at V1^4 km depth (after
[7]).
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undergone various stages of clay transformation.
Vein ¢lling by framework silicates and carbonates
may also a¡ect frictional properties along the
plate interface, as well as a¡ecting a shift from
distributed to localized slip. Thus, a wide range
of mechanical and chemical processes that are ac-
tive at temperatures of V60^150‡C and depths of
V2^4 km may partially control the updip limit of
the seismogenic zone (e.g., [7]).

6. Conclusions

Our experimental results indicate that the trans-
formation of smectite to illite within fault gouge,
and within marine sediments from which gouge
along subduction thrusts is derived, should cause
an increase in frictional strength; however we do
not observe a transition from velocity-strengthen-
ing to velocity-weakening frictional behavior as
hypothesized by others. Smectite exhibits veloc-
ity-strengthening frictional behavior over much
of the range of experimental conditions, but ex-
hibits velocity-weakening behavior at low normal
stresses and low sliding velocities. Illite shale ex-
hibits only velocity-strengthening behavior over
the entire range of normal stresses, shear strains,
and sliding velocities explored in our study. These
results are inconsistent with the hypothesis that
transformation from smectite to illite causes a
transition from stable sliding to stick-slip behav-
ior along subduction megathrusts. Additional ex-
periments are clearly needed to more comprehen-
sively evaluate this hypothesis, by systematically
evaluating the e¡ects of increased temperature,
saturation, mineralogical changes, and diagenesis
on constitutive properties of clay-rich gouges.

On the basis of our experimental results, we
suggest that mechanisms other than clay transfor-
mation may be important in controlling the updip
limit of seismogenic faulting. These include: con-
solidation state of gouge and sediments, a transi-
tion from distributed to localized shear (e.g.,
[8,39]), quartz cementation and pressure solution
that may be associated with clay transformation
(e.g., [7]), and increasing e¡ective stress related to
progressive burial, probably mediated by pore
pressure variations (e.g., [7]).
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